ISO 2896:2001-07 (E)

Rigid cellular plastics - Determination of water absorption

Contents Page
[ = T o o iv
1 £ T o - 1
2 Normative refer@ncCes ... ——————— 1
3 T T o 1
4 MALEIIAIS ...oooiiieeiiiiir 1
5 Y o] 0T T -1 U 1
6 8T ¢ 1= o2 14 =T o S 4
7 g 0T =Y o [T - 5
8 Corrections for swelling and cut surfaces ..........cccconiviminii e ——————— 5
9 EXPression Of reSUILS ........ooic i cccceirrr s ccsssr s sms e e e s s smn e e e e s s s s mnme e e e e e anmmnn e e e s 7
10 Precision @and @CCUFACY .......cccccciiiiiiiiiiinininisssss s s ssss s ss s s s s s s s s s s s s s s s s s ssssssssssssssssssssssssssssssssssssssnsnsnsns 8
1 TESE FEPOIT ... s ssssssssssssssssssssssssssssnsnsnsnsnsnnnnnsnnnnnnn 9
Annex A (normative) Determination of average cell diameter (see 8.1.3.1) ....ccccciiiiicmririinnsieeninaee, 10



		2026-07-12T11:29:50+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




