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Metallic materials - Fatigue testing - Fatigue crack growth method

Contents Page
1 £ T o - 1
2 Normative refere@nce ... ——————— 1
3 Terms and definitions ..o ——————————— 1
4 Symbols and abbreviations ... s nnns 3
5 Y o] 0T T -1 U 4
6 £ oY= o3 ] 4 1= 4 SR 12
7 (o T o2 =Y o 11T - 22
8 Crack length measurement ..o ————————— 26
9 CalCUlAtioNS ....ueeeiiiiii i ———————— 27
10 TESE FEPOIT ... s s ssssssssssssssssssssssssssnnnsnsnnnnnnnsnnnnnnn 28
=1 o7 [0 Yo | = T o 17/ 37



		2026-05-17T14:21:48+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




