ISO 1652:2004-04 (E)

Rubber latex - Determination of apparent viscosity by the Brookfield test method

Contents Page
[ = T o o iv
1 £ T o - 1
2 Normative refer@ncCes ... ——————— 1
3 Terms and definitionNs ... ——————————— 1
4 1 T o 1
5 Y o] 0T T -1 U 2
6 SAMPIING ceeeiiiiiiiiriii R 2
7 Further preparation of test sample ... —— 4
8 g 0T =Y o [T - 4
9 EXPression Of r@SUILS ........ooiccciciiiiiicc e css e s s s e e e s s s e s e e s s s mnmn e e e e annme e e e e s 5
10 TESE FEPOIT ... s s s s sssssssssssssssssssnssssssssnnnsnsnnnsnnnnnnnnnnnnn 5
Annex A (informative) Viscosity-measurement methods ..........cocccciiiiiin s 6



		2026-07-01T05:34:52+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




