
 
 - 1 -

ISO 13936-2:2004-04 (E) 
 
 
Textiles - Determination of the slippage resistance of yarns at a seam in woven 
fabrics - Part 2: Fixed load method 
 
 
Contents            Page 
 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Principle ..........................................................................................................................................2 
 
5 Sampling .........................................................................................................................................2 
 
6 Apparatus and materials ...............................................................................................................2 
 
7 Conditioning and testing atmosphere .........................................................................................4 
 
8 Preparation of test specimens ......................................................................................................4 
 
9 Test procedure ...............................................................................................................................4 
 
10 Calculation and expression of results .........................................................................................5 
 
11 Test report .......................................................................................................................................5 
 
Annex A (informative) Suggested procedure for sampling ........................................................................7 
 
Annex B (informative) Example of pattern for cutting out test specimens from the laboratory 

sample .............................................................................................................................................8 
 
Bibliography .....................................................................................................................................................9 
 


		2026-07-02T05:13:52+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




