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DIN EN ISO 18757:2006-01 (E) 
 
 
Fine ceramics (advanced ceramics, advanced technical ceramics) - Determination of 
specific surface area of ceramic powders b y gas adsorption using the BET method 
(ISO 18757:2003) 
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