
 
 - 1 -

ISO 6507-4:2005-12 (E) 
 
 
Metallic materials - Vickers hardness test - Part 4: Tables of hardness values 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Tables of Vickers hardness values for use in tests made on flat surfaces .............................1 
 


		2026-06-26T04:18:48+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




