DIN EN 12607-3:2007-06 (E)

Bitumen and bituminous binders - Determination of the resistance to hardening
under the influence of heat and air - Part 3 : RFT Method

Contents Page
[0 =3 T o o 3
1 £ o - PSS 4
2 Normative references ... ————— 4
3 T T 1 o 4
4 N ¢ o 2= T = 10 = 4
5 SAMPIING ceeeiiiiiiiiriii R 5
6 g 0T o= o 11T 6
7 CalCUIALION ...coiieiie e ——————————— 7
8 EXPression Of reSUILS ........ooocc i ccccsemrrr s e s s e e s s s nmn e e s e s s s mnme e e e e e nanmmnnnnees 8
9 g =Y o7 =TT 8
10 =53 0 =Y o Lo o 8
Annex A (normative) Characteristics of thermometer ..........cccooviiiiriicci 10
=1 o7 [T Yo | = T o 17/ 1



		2026-04-27T18:47:46+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




