ISO 1409:2006-09 (E)

Plastics/rubber - Polymer dispersions and rubber latices (natural and synthetic) -
Determination of surface tension by the ring method

Contents Page
0T =T o iv
1 £ o - PSS 1

2 NOIrMAtive refErEeNCEeS ..ot e e mnn e s 1

3 T T 1 o 2
4 REAGENTES ..ot 2
5 N o o 2= T = 10 = 2
6 £ =T 1] o115 T [ PSS 2
7 e T o= LT - 2
71 (o (=T o =11 TeT 4 Mo T T o X T 11U TSR 2
7.2 L0 111 4] - 1o o 2
7.3 Preparation of the test sample ... —— 3
7.4 Determination ... e 3
8 EXPression of reSUILS ... 4
8.1 Calibration against standard mass .........cccccci e —————— 4
8.2 Calibration against a standard liquid ...........ccccoiriiii e ————— 5
9 TESE FEPOIT ... s s s ssssssssssssssssssssssssssssssnnnsnnnsnnnnnnnnnnnnn 5
Annex A (informative) Precision of the test method ... 6
Annex B (informative) Correction factors ............ccccccciiiiiiiccccieeirr s ss e e s mnnns 7



		2026-06-28T09:38:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




