
 
 - 1 -

ISO 7323:2006-09 (E) 
 
 
Rubber, raw and unvulcanized compounded - Determination of plasticity number and 
recovery number - Parallel-plate method 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Terms and definitions ....................................................................................................................1 
 
4 Principle ..........................................................................................................................................2 
 
5 Apparatus ........................................................................................................................................2 
 
6 Test pieces ......................................................................................................................................2 
6.1 Preparation .....................................................................................................................................2 
6.2 Number ............................................................................................................................................2 
 
7 Test conditions ...............................................................................................................................4 
 
8 Procedure ........................................................................................................................................4 
8.1 General ............................................................................................................................................4 
8.2 Determination of plasticity number ..............................................................................................4 
8.3 Determination of recovery number ..............................................................................................4 
 
9 Expression of results .....................................................................................................................5 
9.1 Plasticity number ...........................................................................................................................5 
9.2 Recovery number ...........................................................................................................................5 
 
10 Test report .......................................................................................................................................5 
 


		2026-04-17T07:15:12+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




