ISO/PAS 24565:2022-01 (E)

Petroleum and natural gas industries - Ceramic lined tubing

Contents Page
03 =170 o 00O \'4
800 o0 1 10 Ut o) o 0o vi
1 SCOPIC ... 1
2 L0 4 0B L0 AT A=Y = o =) 0 Lol <Y S 1
3 Terms, definitions, symbols and abbreviated terms ...
3.1 Terms and definitions ...
3.2 Symbols and abbreviated terms........
3201 SYIMDOLS et
I\ oY 0 =) 14 T W <16 <) 0 0 O
4 CLT configuration and Materials. ... 4
4.1 Configuration
4.2 Pipe ends
4.3 COMIMECTION LY P oo 5
4.4 Material FEQUITEIMENES. .....ooooiooioiceeeieceeisessseessseesssss s s 6
4.4.1 Backing pipe
N N =) 8 0 1 L
4.4.3  ENd CAP AN CB TINZ ..ot et 6
5 Manufacturing..........os
5.1 Treatment of backing pipe......ccee
5.1.1 Distinguishing of the used tubing..
5.1.2  BlaST-ClOAMIME oo
5.1.3 Straightening of the used tUDINEG.......ccii e
5.2 Manufacture of CLT
5.2.1
5.2.2
5.2.3
5.2.4
5.2.5 Installation of the @Nd CAP ..o
52,6 TRI@AAING ..ot
5.3 Manufacture of CB Ring
54  Installation of CB Rings
5.5 TTACEADTTIEY e
5.6 PUIChASET INSPECTION ...
6 INSPECLION ANA TESTIIIG ... 8
6.1 General
6.2 INSPeCction Of DACKING PIPE ..o 8
6.3 INSPECtion Of COIAMIC IIIET ..ot 9

6.3.1 Surface

6.3.2 Thickness

6.3.3  Hardness and deNSTLY . ... 9
6.4 Inspection of CLT ...

6.4.1 Dimensions test

6.4.2  Length MEASUTEIMEIIT ..o
6.4.3  Straightness eValuation. ...t
6.4.4 Thread and end cap inspection...

0.4.5 DI BT e
6.4.6  HYATOSEATIC TOST....oooo i



LT N A 010 g o013 10 ) o - 00
6.4.8  Tensile and IMPACE EEST ...
(ST 05 T 070 s B U<Ton 0] IR <] 00000

6.5 Additional tESTS. ...

6.5.1 General....
6.5.2 Impact test.
6.5.3 Crushing strength test.......
6.5.4 Bonding strength test.......
0.5.5  BEIAING TOST ..o
6.5.6  Thermal SHOCK TESE ...
6.6 CBring test. ..,
6.7  End cap teSt .
6.8 Inspection frequency and acceptance criteria...
6.8.1 L0
6.8.2 Inspection frequency......
6.8.3  ACCEPTANCE CIIEOTIA .oooiovieeieiises et
7 DIOCUIMEIIEATION ... 15
7.1 Documents provided by the pUIrChaSer ... 15
7.2 Documents provided by the Manufacturer. ... 16
8 Marking, packaging, transportation, and STOTAZe...............c. s 16
8.1 Marking
8.2 PaACKAGIIIG - 17
8.3 TLANSPOTTATION .k 17
8.4 STOTAGE . 17
Annex A (informative) Testing method for surface quality of ceramicliner ... 18
Annex B (normative) LiSt Of CLT PIrOGUCES ...t 19
Annex C (informative) Testing method of ceramic liner thickness............. .. 23

Bibliography



		2024-05-21T20:52:13+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




