
 

 - 1 -

ISO 23714:2014-01 (E) 
 
 
Pulps - Determination of water retention value (WRV) 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Reagents  ......................................................................................................................................... 1 
 
6 Apparatus  ........................................................................................................................................ 2 
 
7 Sampling  ......................................................................................................................................... 3 
 
8 Preparation of sample  .................................................................................................................... 3 
 
9 Procedure  ........................................................................................................................................ 3 
9.1 General  ............................................................................................................................................ 3 
9.2 Forming in a Büchner funnel  ........................................................................................................ 3 
9.3 Centrifuging the test pad  ............................................................................................................... 3 
 
10 Calculation  ...................................................................................................................................... 4 
 
11 Test report  ....................................................................................................................................... 4 
 
Annex A (informative) Test-pad-holding units  ............................................................................................. 5 
 
Annex B (informative) Precision  .................................................................................................................... 7 
 


		2026-04-19T23:24:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




