DIN ISO 11093-8:2016-08 (E)

Paper and board - Testing of cores - Part 8: Determination of natu ral frequency and
flexural modulus by experimental modal analysis (ISO 11093-8:2012 + Cor. 1:2012)

Contents Page
NATIONALFOTE@WOTA ..........ooooo et 3
National Annex NA (informative) BiblIOGTraphy ... 4
1 SCOPIC ...t 5
2 NOTIMATIVE FEEEIEIICES .............oooooooeeee s 5
3 Terms and defiMEtiONIS ...t 5
4 PIIIICIPIIC ...t 6
5 AP PATATUS ...t

5.1 Test-piece SUSPENSION.....ccccoiciicisicccsen
5.2 The experimental modal analysis system

6 T@ST PEECE ...kt

6.1  Sampling.......c....

6.2 Test-piece size

6.3 COMUAIETOTIIIE e
7 PIOCEAUIE. ...
8 Calculation

8.1 Calculation of the flexural modulus
8.2 Calculation of the rotational speed factor

9 T@ST T@PIOTE ...tk 10
BIDLEOZTAPIY . ...t 11



		2026-05-13T21:04:23+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




