
 
 - 1 - 

DIN ISO 11093-9:2020-07 (E) 
 
 
Paper and board - Testing of cores - Part 9: Determination of flat crush resistance 
(ISO 11093-9:2019) 
 
 
Contents            Page 
 

Foreword ......................................................................................................................................................................................................................................... 5
1 Scope ................................................................................................................................................................................................................................. 6
2 Normative references ...................................................................................................................................................................................... 6
3 Terms and definitions ..................................................................................................................................................................................... 6
4 Principle ........................................................................................................................................................................................................................ 6
5 Apparatus ..................................................................................................................................................................................................................... 6
6 Preparation ................................................................................................................................................................................................................ 7

6.1 Sampling ....................................................................................................................................................................................................... 7
6.2 Number of test pieces ....................................................................................................................................................................... 7
6.3 Size of test piece ..................................................................................................................................................................................... 7
6.4 Conditioning .............................................................................................................................................................................................. 7

7 Procedure..................................................................................................................................................................................................................... 7
8 Calculation .................................................................................................................................................................................................................. 8
9 Test report ................................................................................................................................................................................................................... 8

National foreword ................................................................................................................................................................................................................. 3
National Annex NA (informative)  Bibliography ...................................................................................................................................... 4


		2024-05-03T11:05:14+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




