DIN EN ISO 12625-17:2021-08 (E)

Tissue paper and tissue products - Part 17: Determination of disintegration in water
(ISO 12625-1 7:2021)

Contents Page
[T o oY== 4 T8 o] =NV o o S 3
Lo =TT 4
L o T LU T o o N 5
1 85 o o o - 6
2 NOIrmMative referenCes ... ———— 6
3 Termsanddefinitions ... —————————— 6
4 3T T3 o =SSN 6
5 =Y Vo 1= 41 7
6 Y 0 0T = 1 0 =N 7
7 Conditioning of test PIECES ......ciiviiiiiiiin i ———————————— 7
8 Preparation of teSt PIECES ...t nnnn e 8
8.1 LT T - 8
8.2 P XeToT=1 =Y =1 =T IR Te =11 4 Yo I o] o3 o] o F-1 ) 8
8.3 Mass and shaping of test PIECES ... e 8
9 B IS5 A o (e = [ - S S 9
9.1 €= = | 9
9.2 B I3 0 10 9
9.3 Test at 2 Min and 10 MIN ... 10
10 Calculation and expression of the results ... 10
1 =53 B8 =T o T 10
Annex A (normative) Technical description of the propeller ... 12
Annex B (informative) Examples and pictures of types of shower heads and sieve .........ccccccerrrrnnnneee 14
Annex C (informative) Additional agitation time periods ...........cccciiiiicniiniiccc 16
Annex D (informative) Precision data ..........ccccconiimmiinin 17
[ T] o [T - o )/ 19



		2024-05-02T00:12:57+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




