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Board - Buckling resistance of corrugated board

Contents Page
0 g ) o 3
1 SCOPIC RS 4
2 NOIMALIVE FEFEIEIICES ...cvrrrirrsisismssss s RS RsERseREeeeeeen 4
3 Terms and defiNitionsS.. ... ———————————— 4
4 R T 101 0] L 5
4.1 T2 1113 0] 1 5
4.2 L0 0L 5
5 0] 0T ) 1) 5
51 ) 1 1) i T 5
5.2 T 100000 L 0D 7= o 5
5.3 Three-point bending test APPATALUS ....cccvrsermsmsmsmsmsmsmsmssms s 5
5.4 Steel rule/calliper GaUGe....... s ————————————— s ———— 6
5.5 TeStiNg MACHINE ..ot R RS RS E R AR SRR E RS e E R ES 6
6 Pre-treatment of SAMPIES ....ccvicinnmimsmsmmmmmms s s s sasas 7
6.1 Conditioning of MAaterials ... ——————————————————_—s 7
6.2 Sample dIMENSIONS ... s 7
7 o0 0T o T o, 7
7.1 TESt CONAITIONS ...ucuciiririrrsisrsisisssi s E SRR E AR R SRR AR R SR SRR AR AR AR RS AR AR E SRR e e e s 7
7.2 TEST PIrOCEAUIE ...t RS SRR AR R AR AR AR AR RS AR AR R AR AR R RS 8
8 D8 1 11 b= L0 () o 8
9 B 1] o (1) 010 o 9
Annex A (informative) PrecCiSIiON ... sssssssssssssssssssssasssssssssssssssassssssssassssssasassssssassssssss 10
53 10) 10 ed i ) 1] 1, 12
Figures
Figure 1 — Three-point bending test .......ccummmmmmmss————————————————————— 6
Figure 2 — Positioning of the sample in the test apparatus (schematic) .......ccuiiiinnssn——— 8
Tables
Table 1 — Sample dimensions as a function of flute profile.........c————— 7
Table 2 — Test conditions depending on flute profile..........cuim————————— 8

Table A.1 — Estimate of the repeatability of the test method bending strength of corrugated



		2026-05-13T00:17:06+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




