
 
 - 1 -

ISO 638-1:2022-03 (E) 
 
 
Paper, board, pulps and cellulosic nanomaterials - Determination of dry matter 
content by oven-drying method - Part 1: Materials in solid form 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 3 
 
5 Apparatus  ........................................................................................................................................ 3 
 
6 Sampling  ......................................................................................................................................... 3 
 
7 Preparation of test pieces  ............................................................................................................. 3 
7.1 General  ............................................................................................................................................ 3 
7.2 Paper and board for recycling  ...................................................................................................... 3 
7.3 Paper, board, pulp and cellulosic nanomaterial in solid form  .................................................. 3 
 
8 Procedure  ........................................................................................................................................ 4 
 
9 Calculation and expression of results  ......................................................................................... 5 
 
10 Precision  ......................................................................................................................................... 5 
 
11 Test report  ....................................................................................................................................... 5 
 
Annex A (informative) Calculation of the moisture content  ....................................................................... 6 
 
Annex B (informative) Precision  .................................................................................................................... 7 
 
Bibliography  ................................................................................................................................................... 10 
 


		2026-05-13T15:01:26+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




