
 
 - 1 - 

ISO 6350:2024-02 (E) 
 
 
Lignins - Determination of dry matter content  - Oven-drying and freeze-drying 
methods 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 2 
 
5 Apparatus  ........................................................................................................................................ 2 
 
6 Sampling  ......................................................................................................................................... 2 
 
7 Determination of dry matter content  ............................................................................................ 3 
7.1 General  ............................................................................................................................................ 3 
7.2 Oven-drying  .................................................................................................................................... 3 
7.3 Lyophilization (Freeze-drying)  ...................................................................................................... 3 
 
8 Calculation  ...................................................................................................................................... 4 
 
9 Precision  ......................................................................................................................................... 4 
 
10 Report  .............................................................................................................................................. 5 
 
Annex A (informative) Precision  .................................................................................................................... 6 
 
Bibliography  ..................................................................................................................................................... 8 
 


		2024-05-09T08:18:34+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




