
 

 - 1 -

ISO 18473-1:2015-08 (E) 
 
 
Functional pigments and extenders for special applications - Part 1: Nanoscale 
calcium carbonate for sealant application 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Termsanddefinitions  ...................................................................................................................... 1 
 
4 Requirements and test methods  .................................................................................................. 2 
 
5 Sampling  ......................................................................................................................................... 3 
 
6 Determination of whiteness  .......................................................................................................... 3 
6.1 Apparatus  ........................................................................................................................................ 3 
6.2 Procedure  ........................................................................................................................................ 3 
6.2.1 Sample preparation  ........................................................................................................................ 3 
6.2.2 Calibration of the apparatus  ......................................................................................................... 4 
6.2.3 Determination  ................................................................................................................................. 4 
6.2.4 Calculation of whiteness  ............................................................................................................... 4 
 
7 Marking and label  ........................................................................................................................... 4 
 
8 Test report  ....................................................................................................................................... 4 
 
Bibliography  ..................................................................................................................................................... 5 
 


		2026-04-21T14:23:27+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




