1ISO 3262-17:2000-04 (E)

Extenders for paints_- Specifications and methods of test_- Part_17: Precipitated calcium silicate

Contents Page
L0 (=20 (o TSP iv
1 S Yolo] o1 T TP 1
2 NOIMALIVE FEIEIEICES .....eeii ittt e et e e ekt e e et b e e e e abb e e e e aate eeeesanbeeeesareeesannnes 1
3 Term and defiNItION ........oooiii ettt e e an teaanreeea e e s nnees 2
4 Requirements and teSt METNOAS ........ooiuuiiiiii et e e e e e e s sibbee e e e e e s beeeeaaeseannns 2
5 ST Ta0] o] {1 o [PPSR 2
6 Determination Of SIlICA CONTENT ..........cuuiiiiiiiie et e e e s eeeessrreeeannnns 3
7 Determination of the composition by SPECIIOMELIY .......ccoiiiiiiiiie e e 5

8 Determination Of reSIAUE ON SIBVE .........coviiiiiieiiee ettt nnee reeenreeans 10
9 =253 S (= o] 11



		2026-05-12T05:54:07+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




