
 

 - 1 - 

DIN EN ISO 3262-6:2023-03 (E) 
 
 
Extenders - Specifications and methods of test - Part 6: Precipitated calcium 
carbonate (ISO 3262-6:2022)  
 
 

Contents            Page 
 
 

Foreword .........................................................................................................................................................................................................................................4
1  Scope .................................................................................................................................................................................................................................5
2  Normative references .....................................................................................................................................................................................5
3  Terms and definitions ....................................................................................................................................................................................5
4  Requirements ..........................................................................................................................................................................................................6
5  Sampling .......................................................................................................................................................................................................................6
6  Determination of matter insoluble in hydrochloric acid ..........................................................................................6

6.1 General ........................................................................................................................................................................................................... 6
6.2 Oven method ............................................................................................................................................................................................ 7

6.2.1 Reagents ..................................................................................................................................................................................... 7
6.2.2 Apparatus ................................................................................................................................................................................. 7
6.2.3 Procedure ................................................................................................................................................................................. 7
6.2.4 Expression of results ...................................................................................................................................................... 7

6.3 Furnace Method ..................................................................................................................................................................................... 7
6.3.1 Reagents ..................................................................................................................................................................................... 7
6.3.2 Apparatus ................................................................................................................................................................................. 8
6.3.3 Procedure ................................................................................................................................................................................. 8
6.3.4 Expression of results ...................................................................................................................................................... 8

7  Test report ..................................................................................................................................................................................................................8

foreword .............................................................................................................................................................................................................3European


		2024-04-24T15:40:18+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




