
 
 - 1 -

ISO 591-1:2000-09 (E) 
 
 
Titanium dioxide pigments for paints - Part 1: Specifications and methods of test 
 
 
Contents            Page 
 
 
Foreword .........................................................................................................................................................iv 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Term and definition ........................................................................................................................2 
 
4 Classification ..................................................................................................................................2 
4.1 Types ...............................................................................................................................................2 
4.2 Grades .............................................................................................................................................2 
 
5 Required characteristics and associated tolerances .................................................................2 
5.1 Appearance .....................................................................................................................................2 
5.2 Other characteristics .....................................................................................................................2 
 
6 Sampling .........................................................................................................................................4 
 
7 Determination of titanium dioxide content ..................................................................................4 
7.1 General ............................................................................................................................................4 
7.2 Method A: Aluminium reduction method .....................................................................................4 
7.3 Method B: Chromium(II) chloride reduction method ..................................................................8 
 
8 Test report .....................................................................................................................................12 
 


		2024-05-15T12:32:09+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




