
 
 - 1 - 

ISO 3262-11:2024-01 (E) 
 
 
Extenders - Specifications and methods of test - Part 11: Natural talc, in lamellar 
form, containing carbonates 
 
 
Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references ..................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Requirements and test methods  .................................................................................................. 2 
 
5 Test report  ....................................................................................................................................... 4 
 


		2026-05-13T02:02:43+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




