
 
 - 1 -

ISO 787-17:2002-08 (E) 
 
 
General methods of test for pigments and extenders - Part 17: Comparison of 
lightening power of white pigments 
 
 
Contents            Page 
 
 
1 Scope ...............................................................................................................................................1 
 
2 Normative references ....................................................................................................................1 
 
3 Reagent ...........................................................................................................................................1 
 
4 Apparatus ........................................................................................................................................2 
 
5 Sampling .........................................................................................................................................2 
 
6 Procedure ........................................................................................................................................2 
 
7 Expression of results .....................................................................................................................4 
 
8 Test report .......................................................................................................................................5 
 


		2026-04-22T06:10:45+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




