
 

 - 1 -

ISO 18907:2013-02 (E) 
 
 
Imaging materials - Photographic films and papers - Wedge test for brittleness 
 
 

Contents            Page 
 
 
Foreword  ......................................................................................................................................................... iv 
 
Introduction  ...................................................................................................................................................... v 
 
1 Scope  ............................................................................................................................................... 1 
 
2 Normative references  .................................................................................................................... 1 
 
3 Terms and definitions  .................................................................................................................... 1 
 
4 Principle  .......................................................................................................................................... 1 
 
5 Apparatus  ........................................................................................................................................ 1 
5.1 Wedge tester for brittleness  .......................................................................................................... 1 
5.2 Test chamber  .................................................................................................................................. 2 
 
6 Sampling  ......................................................................................................................................... 2 
6.1 Preparation of specimens  ............................................................................................................. 2 
6.2 Selection of specimens  ................................................................................................................. 2 
6.3 Size of specimens  .......................................................................................................................... 2 
 
7 Conditioning and test conditions  ................................................................................................. 4 
7.1 Conditioning of specimens  ........................................................................................................... 4 
7.2 Test conditions  ............................................................................................................................... 5 
 
8 Procedure  ........................................................................................................................................ 5 
 
9 Test report  ....................................................................................................................................... 6 
9.1 Test data  .......................................................................................................................................... 6 
9.2 Significance  .................................................................................................................................... 6 
 
Bibliography  ..................................................................................................................................................... 7 
 


		2026-04-27T07:40:21+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




