ISO 18935:2016-10 (E)

Imaging materials - Colour images - Determination of water resistance of printed
colour images

Contents Page
0T =T o iv
011 o o 11 o2 4 T o P \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 TermsanddefinitioNs ... e e s nn e e e e nnmn e e e e e e aan 1
4 Categories of water reSiStance ...........cccccceiiiiiiiicccccrrrr e e nnns 1
41 =Y o = - | 1
4.2 Water reSisStant ... 1
4.3 Moderately water resistant ... ———————————— 1
4.4 NoOt water reSiStant ..........oooi i e nmn e 2
5 Water resistance estimating procedures ...........cccoivimiinii s ————— 2
51 General considerations ... 2
5.2 00T 01 oY BE=T T 1 1o =N 2
6 L= 53 38 1174 Lo T 2
6.1 =Y o = - | 2
6.2 Method 1 -- Standing water evaporation ..........cccccccmiiiiicccisemrre e e 3
6.3 Method 2 -- Standing water plus wiping effects .........ccccciiriir s 3
6.4 Method 3 - Water SOAK .......ccccciiiiiiiiiccrir s e e s samnn e s e s s s mnnn e e s s s mnmnnnns 3
6.5 Method 4 -- Edge iMMEersion ... s s s s sams s 3
7 Test pattern preparation ... 4
71 General consSiderations ... 4
7.2 Example test patterns ... s e 5
8 L= 98 0= o T 5
Annex A (informative) Determination of resistance to other liquids ......cccccceiriiiccicrr s 7
571 o e [ =T ] 4 17/ 8



		2026-06-27T16:15:17+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




