ISO 18951-2:2022-11 (E)

Imaging materials - Scratch resistance of photographic prints - Part 2: Sclerometer

test method

Contents Page
0T =)oY o iv
1o T T o2 4 T} o '
1 £ o o o - OSSR 1
2 NOIrMALiVe refErenNCEeS ...... . e e e e e e e e e e e e e e nees 1
3 BIC=T 4 E5F= T Lo f L= T 1 o 4 =N 1
4 T T 1o =S 1
41 7Y 3 = - | 1
4.2 00 0 3 =T 0 8 e - T I SO PTPN 2
5 =5 e (3o = 2
5.1 BICCTS] e =3V T o= =X od g o e o S 2
5.2 EST = [=T o2 4 oY 0 T e = 374 11 TSR 3
6 SAMPIES ..o e s anane 4
6.1 L1 3 T= - | N 4
6.2 TSt LArget ....oooiiii i ————————————————— 4
6.3 g =Y 0 T 1= 1o o S 4
6.4 CoNAItiONING ...uueeeiiiiri i ——————————— 4
7 L= A o e =T L1 5
71 7= T - SO SPRPN 5
7.2 JLICCTS3 1 T o] 4 e 11 4T 4 - OSSR 5
7.3 (0o 0 T3 = 1418 o Y- L Y 5
8 Y= 11 F: 11 oY P 6
8.1 L1 o U= - | N 6
8.2 Visual evaluation of surface deformation ... 6
8.3 Scratch susceptibility ... ——————— 6
9 IS5 =1 Yo 7
71 o] To T | o 11/ 8



		2026-04-26T21:16:34+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




