ISO 18915:2000-12 (E)

Imaging materials - Methods for the evaluation of the effectiveness of chemical
conversion of silver images against oxidation

Contents Page
[0 =3 T o o iv
L) oo LU T3 T \'
1 £ o - PSS 1
2 Normative refer@nCes ... —————— 1
3 Terms and definitions .....ccceiiiiinni e ————————— 1
4 Dichromate bleach test ..o ———————— 2
5 Hydrogen peroxide incubation test ... ————— 3
Annex A (informative) Numbering system for related International Standards .............cccccvvrrririiiiccnnes 8
Annex B (informative) Variable in silver stabilizing treatments ..........ccccccovrrriiicccccccceeeeeee, 10
Annex C (informative) Significance of the test methods ........ccccocmiiriincii 1
Annex D (normative) Correction of density values .........ccccvmiiiiiiin s 14
BibliOGrapRy ...ooceeiiiiiii i 16
Figure 1 -- Drawing of collar and baffles ........ccccceiiiiccciriii e e e e nn 4
Figure 2 -- Desiccator Jar COMPONENLES .......ccovviiiiiiiiirinirirnrnrennnenennnsmsnsssssssssssssssssssssssssssssssssssssssssssssssssnsssssnsnns 5
Figure 3 -- Assembled deSiCCator Jar ... s s s nnnnn 5



		2026-06-30T02:30:51+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




