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DIN EN ISO 7625:2013-03 (E) 
 
 
Sintered metal materials, excluding hardmetals - Preparation of samples for chemical 
analysis for determination of carbo n content (ISO 7625:2012) 
 
 
Contents            Page 
 
 
Foreword  .......................................................................................................................................................... 3 
 
Introduction  ...................................................................................................................................................... 4 
 
1 Scope  ............................................................................................................................................... 5 
 
2 Normative references  .................................................................................................................... 5 
 
3 Principle  .......................................................................................................................................... 5 
 
4 Materials  .......................................................................................................................................... 5 
 
5 Procedure  ........................................................................................................................................ 6 
5.1 RR of Rinterfering carbonaceous  ................................................................................................. 6 
5.2 Final preparation  ............................................................................................................................ 6 
 
6 Precision  ......................................................................................................................................... 7 
 


		2026-05-18T04:47:56+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




