ISO 4499-3:2016-02 (E)

Hardmetals - Metallographic determination of microstructure - Part 3: Measurement
of microstruc tural features in Ti (C, N) and WC/cubic carbide based hardmetals

Contents Page
0T =T o iv
0 £ Yo 11T 3 T o O \'
1 S o o o - 1
2 Normative referenCes ... e 1
3 BT 4 3= 1 Lo Lo 1= 3 T 4 T Y 1
4 ES3V20.41 0o E-3- T4 Ve IR T 1 £ SRS 2
5 T T3 1 o SRS 3
6 Y o 0T T 10 =N 3
7 L0 111 o - 1 1o o N 4
8 Preparation of test SAMPIES ... 4
8.1 Metallographic preparation ... 4
8.2 Ti(C, N) based hardmetals - CEermets ..........cocooiriricccimirrcerr e 4
8.3 WC/Cubic carbide based hardmetals ..........cccoooiiiiiioiiiiccsi e 8
9 Procedure for characterisation of structures ...........cccccrireiciiirccccr e 20
9.1 Sampling of images of Structure ... ——— 20
9.1.1 = 0 1= - | 20
9.1.2 Representative selection ... ————— 20
9.1.3 Determination of homogeneity of hard phase sizes .........ccccciiiiiiiniicc s 20
9.1.4 Inhomogeneous Materials ... ————— 21
9.2 Phase Size Measurement ............oo s sme s e s amme e e e s 21
9.21 =Y o = - | 21
9.2.2 Phase measurement by intercepts ... —— 21
10 Uncertainty of Measurement .............ccccciiiiiiiicccisecire s sssse e s s s s ssssssms e e e s e s s s s s smmn s e e e eesnssnnnns 23
1 IS5 8 (= oo o SRR 23
[ T0 o 1o =T ] 1 )T/ 25



		2026-06-27T19:51:54+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




