ISO 4496:2017-07 (E)

Metallic powders -
bronze powders

Determination of acid-insoluble content in iron, copper, tin and

Contents Page
0T =T o iv
1 8T o o1 1
2 Normative referenCes ... 1
3 TermsanddefinitioNs ... e 1
4 LR T=1 e o = T o] o [ o= oY o TSP 1
5 =T T =1 01 £ SRS 1
6 e [T ] 4 =1 0 SRS 2
7 SAMPIING e ann 2
71 Number of test POrtions ... ————————— 2
7.2 Mass of test POItioN ... e 2
8 o To - [T 3
8.1 o o o T 1T - 3
8.2 Copper, tin and bronze POWAEIS .........cccccciiiiiiiicccieerrrr s csssss e e s s smnn e e e e e e s s s smmn e e e e eesessnnnns 3
9 EXPression Of reSUILS ........ccccciiiiiiiic e sr s s sssn e e e e s s snm e e e e s e e s samnn e ee s s nmnmnnnns 4
9.1 Calculation of acid-insoluble content ... ——— 4
9.2 (= o3 1= oY o TP 4
9.3 Permissible difference ... e 4
9.4 MEAN VAIUE ...ttt e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e e reee—ereeneaerererererererraaraaa_ 4
10 IS5 = o T o Y o 4
71 o1 o =T ] 4/ 6



		2026-05-12T14:15:39+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




