
 
 - 1 - 

DIN EN ISO/ASTM 52907:2020-05 (E) 
 
 
Additive manufacturing - Feedstock materials - Methods to characterize metal 
powders ( ISO/ASTM 52907:2019) 
 
 
Contents            Page 
 

Foreword ......................................................................................................................................................................................................................................... 4
Introduction ................................................................................................................................................................................................................................. 5
1 Scope ................................................................................................................................................................................................................................. 6
2 Normative references ...................................................................................................................................................................................... 6
3	 Terms	and	definitions ..................................................................................................................................................................................... 7
4	 Technical	specifications ................................................................................................................................................................................ 7

4.1 General ........................................................................................................................................................................................................... 7
4.2 Documentation and traceability .............................................................................................................................................. 7
4.3 Sampling ....................................................................................................................................................................................................... 8
4.4 Particle size distribution ................................................................................................................................................................ 8
4.5 Chemical composition ................................................................................................................................................................... 10
4.6 Characteristic densities ................................................................................................................................................................ 11
4.7 Morphology ............................................................................................................................................................................................. 12
4.8 Flowability ............................................................................................................................................................................................... 12
4.9 Contamination ...................................................................................................................................................................................... 13
4.10 Packaging, handling and storage .......................................................................................................................................... 13

4.10.1 General................................................................................................................................................................................... 13
4.10.2 Packaging and handling .......................................................................................................................................... 13
4.10.3 Storage ................................................................................................................................................................................... 14

Annex A (informative) Examples of morphology ..................................................................................................................................15
Annex B (informative)	Example	of	certificate ..........................................................................................................................................20
Bibliography .............................................................................................................................................................................................................................23

European foreword .............................................................................................................................................................................................................. 3


		2024-05-03T23:56:52+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




