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Clay geosynthetic barriers - Determination of water absorption of bentonite

Contents

FOreword ........ccccvmmnnniimminenress e
1 SCOPE ..
2 Normative references ..........ccceevuue
3 Terms and definitions .........cccccceenues
4 Principles ......ccccciiiiiiiiiiiininnnnnnnnnnn
5 Apparatus .........cccceceinnnnnnnnnnnnnnnnes
6 Preparation and size of specimens
7 Procedures .......ccocvvimrinnnnnsinssnnnsinnns
71 Preparation of the equipment .........
7.2 Test procedure ..........occcceeeernrinnnnnes
8 Test report ...

Annex A (informative) Water content diagram
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