
 
 - 1 - 

DIN ISO 8115-1:2024-05 (E) 
 
 
Cotton bales - Part 1: Dimensions and density (ISO 8115-1:2022) 
 
 
Contents            Page 
 
 

Foreword ......................................................................................................................................................................................................................................... 4
Introduction ................................................................................................................................................................................................................................ 5
1 Scope .................................................................................................................................................................................................................................6
2 Normative references .....................................................................................................................................................................................6
3	 Terms	and	definitions ....................................................................................................................................................................................6
4 Dimensions and density of banded bales ..................................................................................................................................6
Bibliography ................................................................................................................................................................................................................................ 8

National foreword .................................................................................................................................................................................................................. 3


		2024-05-10T08:17:55+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




