
 
 - 1 - 

ISO 9073-6:2025-04 (E) 
 
 
Nonwovens - Test methods - Part 6: Absorption 
 
 
Contents            Page 
 
 

Foreword ....................................................................................................................................................................................................................................................iv
1 Scope ............................................................................................................................................................................................................................................. 1
2 Normative references ................................................................................................................................................................................................. 1
3	 Terms	and	definitions ................................................................................................................................................................................................ 1
4 Liquid absorbency time ............................................................................................................................................................................................ 2

4.1 Principle ....................................................................................................................................................................................................................2
4.2 Apparatus .................................................................................................................................................................................................................2
4.3 Sampling ....................................................................................................................................................................................................................2
4.4 Preparation and conditioning of test specimen .....................................................................................................................2
4.5 Procedure .................................................................................................................................................................................................................3
4.6 Expression of results ......................................................................................................................................................................................4
4.7 Test report ...............................................................................................................................................................................................................4

5 Liquid absorptive capacity .................................................................................................................................................................................... 4
5.1 Principle ....................................................................................................................................................................................................................4
5.2 Apparatus .................................................................................................................................................................................................................4
5.3 Sampling ....................................................................................................................................................................................................................5
5.4 Preparation and conditioning of test specimens ..................................................................................................................5
5.5 Procedure .................................................................................................................................................................................................................5
5.6 Expression of results ......................................................................................................................................................................................5
5.7 Test report ...............................................................................................................................................................................................................5

6 Liquid wicking rate ....................................................................................................................................................................................................... 6
6.1 Principle ....................................................................................................................................................................................................................6
6.2 Apparatus .................................................................................................................................................................................................................6
6.3 Sampling ....................................................................................................................................................................................................................6
6.4 Preparation and conditioning of test specimens ..................................................................................................................7
6.5 Procedure .................................................................................................................................................................................................................8
6.6 Expression of results ......................................................................................................................................................................................8
6.7 Test report ...............................................................................................................................................................................................................8


		2026-05-01T11:14:06+0000
	DIN Deutsches Institut fuer Normung e. V.
	Dokument ist zertifiziert




